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BRIVOGUE INTERNATIONAL

#2403, BLOCK A, REITH INTERNATIONAL,
NO.1002, YANHE NORTH RD,

LUOHU DISTRICT, SHENZHEN, CHINA

The following samples were submitted and identified by/on behalf of the client as:
T SHAPE MUG

Item No. : R2091T/N
P.O. No. : BV1606208
Buyer : SINO-PACIFIC TRADING (THAILAND) CO., LTD
Manufacturer : BRIVOGUE INTERNATIONAL
Country of Origin : CHINA
Country of Destination . THAILAND
Sample Receiving Date : JUN 29, 2016
Testing Period : JUN 29, 2016 TO JUL 02, 2016
Test Requested Conclusion

1. The EC Regulation 1935/2004/EC and the European Council Directive
84/500/EEC and its amendment 2005/31/EC— Ceramic Atrticles intended to
Come into Contact with Foodstuffs - migration Lead and Cadmium in the
specified specimen(s) as listed

PASS

et FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ********

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd.
Shenzhen Branch Testing Center Hardlines

Feng Shaohong, Jessica
Lab Manager
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Results:

1. 84/500/EEC and its Amendments 2005/31/EC - Extractable Lead and Cadmium

Method: With reference to Annex I of Council Directive 84/500/EEC and Annex [ & Annex II of Commission
Directive 2005/31/EC
Analysis was performed by Atomic Absorption Spectrometer (AAS)

Specimen No.1 Trial A Trial B Trial C Trial D Catfi%:’i;y 2
Extractable Lead (mg/L) < 0.10 < 0.10 < 0.10 < 0.10 4.0
Extractable Cadmium (mg/L) < 0.02 < 0.02 < 0.02 < 0.02 0.3
Depth (mm) 83 83 83 83 -
Diameter (mm) 87 87 87 87 -
Volume of Acetic Acid used (ml) 300 300 300 300 -

Specimen Description:

1. Glazed white ceramic mug w/ multi-color flower & bird pattern on pink exterior surface

Note: - mg/L = milligram per liter
- mm = millimeter
- ml = milliliter

- < =less than

Ceramic article intended to contact with foodstuff is classified as below table according to 84/500/EEC

Category 1 Articles which cannot be filled and articles which can be filled, the internal depth of which
measured from the lowest point to the horizontal plane passing through the upper rim, does
not exceed 25mm.

Category 2 All other articles which can be filled

Category 3 Cooking ware; packaging and storage vessels having a capacity of more than 3 liters
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Sample Photo:
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Imipectlun & Testlng Sewmes c?

SGS authenticate the photo on original report only

*** End of Report ***
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